
Material=Carbon steel,  Stainless steel.
Hardness=HRC40~50.
Finish=Black phosphate coating (ACP), Zn plating, Chromate dipping.
The data of thrust load shows the value when the nut is tested by the shaft made of cold rolled steel.
This ring can not use of hardened bore.


